Certificate of Conformance

Wiper Code: TSMW-6 Lot No: 130418

I. Test for Particles (particle/swab) - Orbital Shake Test

Particle size | Result (Average of 3 trials) Specs JUDGMENT

>0.50 um 1268 < 25000 PASS

Il. Test for Extractable Matters (ug/swab)

Test Solution | Result (Average of 3 trials) Specs | JUDGMENT

Dl Water 0.086 <0.15 PASS

IPA 0.22 <0.40 PASS

I11. Test for Specific Extractable lons (ug/swab)

Extractable lon Result(Ave of 3 trials) Specs JUDGMENT
Chloride (CI) 0.16 <0.90 PASS
S0O42- 0.12 <0.40 PASS
T-Anions ©0.28 <1.30 PASS

Supplier Acceptance Prove
The products are accord with the Seagate 35344-001 P. method criteria.

N
Tested By: Bill Tan; Laboratory Manager F7‘ 1
Approved By: Mark Ler; Director of Operations ‘ﬂ,g y7.




